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Weave Plain Testing Method
Yarn Warp ET11 2400 1SO 4602
Tex Weft ET11 2401 1SO 4602
100cm 40inch
. ASTM-D-3774
Width 120cm 48inch
150cm 60 inch
Cloth Weight 1000 g/m2 29.5 0Z/YD2 ASTM-D-3776
Total Thickness 1.5 mm 0.059 inch ASTM-D-1777
Warp 3.1 percm 7.87 per inch
Tchread _ ASTM-D-3775
ount Weft 3.0 per cm 7.62 per inch
i Warp 3500 N/5¢cm 388 Ibs/inch
Tens'('ﬁﬂ?rt‘r)e“gth ASTM-D-5035
Weft 3000 N/5¢cm 333 Ibs/inch
Service Temperature Up to 550°C _
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