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1 Weave Plain Testing Method
2 Yarn Warp EC955125 EC 30 x1 1SO 4602
X2
3 (Tex) Weft EC955125 EC 30 x1 ISO 4602
X2
4 Width 100 cm 40 inch DIN-EN-1773
150 cm 60 inch
5 Cloth Weight 100+10 g/m? 2.9 0Z/YD? DIN-EN-12127
6 Total Thickness 0.2+0.02 mm 0.008 inch DIN-EN-ISO 5084
7 Thread Count Warp 20 per cm 53 per inch DIN-EN-1049-2
Weft 17 per cm 42 per inch
8 TENSILE Warp 490 N/5¢cm 55 Ibs/inch DIN-ISO 13934-1
STRENGTH (Min) .
Weft 392 N/5¢cm 44 Ibs/inch
9 Service Temperature Up to 550°C _
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